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FOREWORD
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and Mr, D, Buttermore for their technical and administrative assistance.
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ABSTRACT

This report describes investigations performed to determine ex-
perimentally the validity of the time-dependent aspects of a time-de-
pendent, elasto-plastic stress and strain analysis method (published
in ASD TR-61-667 Vol. I "Elasto-Plastic Analysis of Structure Under
Load and Two-Dimensional Temperature Distributions') for structures
exposed to complex load and two-dimensional elevated temperature
environments, An experiment specifically designed to evaluate the
accuracy of the theoretical method is presented. This consisted of a
test of a long flat plate subjected to step functions of load randomly
combined with several two-dimensional temperature distributions.
Magnitude and duration of the test variables were such that plasticity,
creep, and appreciable thermal stress systems were introduced. Com-
parisons are made of experimental total strains with analytical total
strains calculated for conditions identical with the test, The degree
of correlation achieved indicates verification of the analysis method
within the range of test parameters selected,

PUBLICATION REVIEW
This report has been reviewed and is approved,

FOR THE COMMANDER:

20 QF loar

RICHARD F. HOENER
Chief, Structures Branch
Flight Dynamics Laboratory
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I. INTRODUCTION

A hypersonic vehicle is subject to nonuniform heating and cooling
which, associated with a nonuniform distribution of mass within the
structural shell, induces uneven temperature patterns. These patterns
continually change as vehicle flight conditions are altered, thereby
subjecting each structural element to a spectrum of temperatures while
simultaneously sustaining a spectrum of loads. At any particular in-
stant, each structural element has a specific prior load-temperature
history plus a current set of conditions to sustain; these include tem-
perature level, stresses induced by external load, and thermal stresses
induced by temperature variations. Stresses based on original struc-
tural geometry must be continually modified as load-temperature his-
tory is accumulated by accounting for changes in material stiffness and
differential strains due to prior creep and plastic flow.

Time-dependent stress and strain analyses have been developed
to provide solutions for the type of structural problem described
above (Refs, 1, 2, 3, 4 and 6), The analysis described in Ref, 4
accounts for thermal stresses induced by temperature variations in
the plane of a structural cross section and it takes into consideration
both the elastic and plastic ranges of material behavior plus time-de-
pendent effects of creep. The analysis of Ref. 4 was experimentally
verified for the application of a one-dimensional temperature distri-
bution only (variation in the plane of the cross section and approxi-
mately constant in the longitudinal direction),

In practice, temperature variations also occur in the longitudinal
direction. For most structural configurations with an aspect ratio
greater than 1.5, the above method of analysis can be adapted to ac-
count for the two-dimensional temperature variation. Accordingly,
the analysis method described in Chapter II, Ref. 6, provides for the
two-dimensional treatment of temperature. This method, programmed
for the IBM 7094 digital computer, furnishes a rapid analysis tool which
integrates all the factors discussed above and includes the calculation
of shear stresses due to longitudinal temperature variations and trans-
versely applied load. The time independent portion of the analysis of
Ref. 8 (instantaneous stress distribution) was experimentally verified
for the application of two~-dimensional temperature distributions and
for both elastic and plastic loads.

The program described in this report is the sixth in a series of
ana.stical and experimental mechanics research programs dealing with
elevated temperature behavior of structures. All these programs have
utilized specially designed experiments to check newly developed
analysis methods in which complex test variables were subject to dis-
crete control and quantitative evaluation. This was made possible by

Manuscript released by the author January 1963, for publication as an
ASD Technical Report.
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the selection of simple, flat-plate specimens with known boundary con-
ditions and with controlled load and temperature patterns applied. In
the experimental phase of the first of this series (Ref. 1), the selected
steady-state temperature distributions produced negligible thermal
stresses, and the effect of the temperature-dependent variation of
modulus and coefficient of thermal expansion was studied. In the ex-
perimental phase of the second of the series (Ref. 2), the selected
steady-state temperature distributions produced thermal stresses of
appreciable magnitude. The combined load-induced and thermal stress
distributions for tension and compression loading were studied in both
the elastic and plastic range. The influence of these stress distributions
on buckling of the plate also was investigated. A cutout was the subject
of the experimental investigation in the third program of the series
(Ref. 3). Thermal stresses were of the same order of magnitude as
those in the second program, but a centrally located cutout caused a
redistribution of temperatures. Loading was in tension-producin
stresses in the elastic and plastic range. In the fourth program (Refs.
4 and 5), a time-dependent structural analysis was verified. Step
functions of load and temperature which produced thermal stresses of
appreciable magnitude were applied to a flat-plate over an extended
period of time. Elasto-plastic and creep effects were evaluated in
terms of total strain. In the fifth program (Ref. 6), thermal stress
patterns of appreciable magnitude were induced by subjecting the test
specimens to various two-dimensional temperature distributions.
Short-time tension loading at an approximately constant strain rate
produced total stresses in the elastic and plastic range. Loading was
accomplished at a relatively high strain rate to prevent the accumu-
lation of significant creep strains.

Although the time-dependent analysis procedure presented in
Chapter II, Ref. 6, is general in nature, the experimental program re-
ported therein was specifically designed to determine the accuracy of
only the time-independent aspects of the analysis, since the verification
of the stress distribution was a logical first step in determining the
validity of the complete theory.

The objective of the present (sixth) program was to determine ex-
perimentally the validity of the time-dependent aspects of the theoreti-
cal analysis of Ref. 6. The experiment consisted of a test of a long
flat plate subjected to step functions of load randomly combined with
several two~-dimensional temperature distributions. Magnitude and
duration of the test variables were such that plasticity, creep, and
appreciable thermal stress systems were introduced.

A discussion of the experimental program and the correlation be-
tween analysis and experiment are presented in the body of this report.
The details of the test program and the tables and illustrations are
contained in the appendices.



II. EXPERIMENTAL PROGRAM

A. BASIC APPROACH TO TEST PROGRAM

The test program for evaluation of the time~dependent aspects of the
theoretical analysis of Ref. 6 was not aimed at the duplication of de-
sign conditions for a particular vehicle. Rather, the interaction of the
parameters included in the method of analysis was covered over a wide
range of values. Load and temperature were applied to simulate some
degree of typical environmental exposure, The temperature range of
200° to 450° F was selected to provide significant changes in the material
properties of the test specimen, Load levels were selected such that in
combination with the two-dimensional temperature distributions, signifi-
cant total strains were produced in 24 hours of test time.

B. SPECIMEN DESIGN

Since specimen size is an important consideration in elevated tem-
perature research, in the present program, as in past ones, large spec-
imens are required to eliminate certain obvious difficulties. For ex-
ample, thermal gradients are established by the temperature difference
across the length or width of a specimen. If the specimen were too
small, temperature sensing elements would, of necessity, be spaced
very closely along the desired direction, with probable disturbance of
the required gradient. In addition, excessively high gradients would
be required, or temperature differences would be too small for accurate
resolution by the instrumentation. Under such conditions, the range
of temperature difference which could be used in the tests would be too
narrow for complete verification of the method of analysis.

The geometry of the specimen for the present program is identical
to that of the specimens used in previous programs (Fig. 1 and Refs.
1, 2, 3, 5 and 6).

3

section

e &

8-in, radius

100 in,
Test Specimen



The design was based on the following requirements:

(1) A plate was selected to permit easy isolation of pertinent
parameters and exclusion of all others.

(2) A width of 14 inches was provided to obtain and adequately
measure transverse temperature and strain variations.

(3) With the width established, a length of 100 inches was pro-
vided to attain an aspect ratio (length-to-width) greater than
1.5 which minimized end effects in the instrumented region
of the specimen where strain measurements were made to
determine effects of two-dimensional temperature distri-
butions.

(4) The thickness of 0.25 inch was based upon a width-over-
thickness ratio corresponding to a reasonable buckling
stress level to prevent buckling under thermal stresses.

(5) 2024-T4 bare aluminum alloy was chosen so that the re-
quired phenomena (e.g., modulus variation with temperature,
plasticity) occur within a practical temperature and load
range. This is of importance for reasons of instrumen-
tation and equipment.

The specimens were manufactured to close tolerances on a nu-
merical milling machine which utilized a punched tape program. The
machining and drilling were done in conformance with the geometry
of the four existing test fixture end plates by which the load is applied.
This procedure reduced any moments due to eccentricity of axial load-
ing to a minimum. The geometry of the instrumented test section for
each specimen was such that only those thermal and load-induced stress
systems pertinent to the analysis were measured.

C. SPECIMEN INSTRUMENTATION

Specimen temperatures were measured with iron-constantan, Y-
calibration thermocouples; strains were measured with high temper-
ature weldable strain gages (Type AL-E-5-A, manufactured by Microdot,
Inc.). The analog output from both sets of instrumentation was re-
corded by) the MilliSADIC Data Processing System (see Appendix I,
Section V).

Since heating was symmetrical with respect to the center line, one
half of the specimen was instrumented heavily so as to determine
strain and temperature variations adequately (see Figs. 1 and 2). The
specimen was instrumented with 50 strain gages on each side located



back-to-back along seven transverse sections. Each strain gage out-
put was recorded separately for greater reliability. Specimen tem-
peratures were recorded at nine transverse sections to determine ac-
curately both the temperature distributions imposed and the strain
gage temperatures. The latter are of great importance in performing
an accurate in-place calibration and in the reduction of test data. The
actual installation of the instrumentation on the large test specimen is
shown in Fig. 3.

D. TEST CONDITIONS

The experimental program consisted of an environmental test of a
long flat plate subjected to conditions of tension loading and two-di-
mensional temperature distribution varying with time. Random step
functions of load were combined with various temperature patterns
in which temperature varied in both the longitudinal and transverse
directions. Arbitrary combinations of step functions were applied over
a preselected time span. The arbitrary temperature patterns included
two extremes of longitudinal temperature gradient.

The test was designed to check the validity of the analysis for the
effects of individual and combined variations of load and temperature.
Since the extension of the analysis method to two dimensions was the
new feature being investigated, at least two extreme longitudinal tem-
perature gradients had to be investigated before a definitive conclusion
as to the validity could be warranted.

The following considerations governed the selection of parameters
for the environmental test.

(1) Duration of Test. It was determined that a test span of ap-
proximately 24 hours would be required to fully evaluate the
analysis. Since the test requires skilled personnel constantly
in attendance, and due to the limited number of key engineer-
ing personnel available, the test was conducted over a two-
day period. The 24-hour test span was broken into four
phases of 6 hours each. The first day of testing included a
pretest room temperature strain gage calibration and phases
one and two (12 hours). The second day of testing included
an intermediate strain gage calibration (room temperature,
300° F, and 450° F) and phases three and four (12 hours).

(2) Time Combinations. Time combinations were formed of
whole hours adding up to the 6-hour duration of each test
phase. Possible combinations are:

1-2-3 3-1-2 1-5
1-3-2 3-2-1 5-1
2-1-3 2-4
2-3-1 4-2



(3)

(4)

(The combinations 1-5 and 5-1 were deleted due to the large
number of parameters to be investigated in the relatively
short test span.)

Temperature Distributions. Since the longitudinal tempera-
ture gradient is a prime parameter to be considered, the
following four distributions were chosen within the limitations
of the test facility and time span of test and based on the ex-
perience gained under Ref. 6 (see Fig. 4).

Longitudinal Lateral
Temperature Temperature
Type Difference (1) Difference (2)
Distribution (°F) (°F)
100° Tent 100 50
100° Recess 100 50
200° Tent 200 50
200° Recess 200 50

NOTE: (1) Temperature difference over 24-inch half-length
of test section.

(2) Temperature difference over T-inch half-width
of test section.

Load Levels. Throughout the test there was an element of
the center section of the beam at 450° F' (station X = 0),
Figs. 4 and 5. The maximum load that can be safely im-
posed on the beam was then dictated by the response of the
center section to loading. There were two mechanisms
which acted to keep the actual stress on the:-450° F element
lower than the nominal stress applied to the beam. The
transverse temperature gradient served to create a com-
pressive stress on the 450° F element for both the tent and
recess type distributions.

The other mechanism was the redistribution of stress due

to creep. The initial stress distribution was nonuniform.
The fibers started to creep at various rates according to

the stress levels; however, owing to the continuity of ma-
terial, only a linear creep distribution over the cross section
would satisfy the compatibility of strains. The stresses
were redistributed in the course of creeping to be compatible
with strains accumulated. Elements with the highest creep



(5)

(6)

rates lost effective stiffness in proportion to the relative
creep rates of the other elements. This tendency to relax
causes the redistribution stress.

Parameters for Random Selection of Test Conditions. The
following combinations of load, temperature and time were
assigned index numbers as a first step in selecting random
test conditions.

Time Axial
Combination Load Temperature
Index (hr) Index (kips) Index Distribution

1 1-2-3 1 96 1 100° Tent
2 1-3-2 2 92 2 100° Recess
3 2-3-1 3 85 3 200° Tent
4 2-1-3 4 77 4 200° Recess
5 3-1-2 5 70
6 3-2-1
7 2-4
8 4-2

Random Test Conditions. In obtaining the random test con-
ditions (Fig. 5) the previously assigned index numbers were
read from a table of random numbers in the following order:
(1) time at load, (2) time at temperature, (3) load level, (4)
temperature distribution. In selecting the random spectrum,
a parameter was passed over in the table of random numbers
after an average number of occurrences in order to evenly
distribute the parameters. Once the random spectrum was
obtained, a preliminary analysis was performed utilizing the
IBM 7094 digital program and using the material properties
input from Ref. 5. The preliminary analysis was performed
to determine whether the selected random spectrum could
be imposed without failure of the specimen.

Time at Time at Temperature
Phase Load Load Temperature Distribution
Index A Hr Index Kips Index A Hr Index Distribution
1 1 5
1 3 85 3 1 100° Tent
2 2 92 1 2 100° Recess
3 4 1 2 4 200° Recess



Time at Time at Temperature
Phase Load Load Temperature Distribution

Index A Hr Index Kips Index AHr Index Distribution

2 3 2
2 2 92 1 3 200° Tent
3 3 85 3 1 100° Tent
2 92 2 4 200° Recess
3 7 7
2 1 96 2 2 100° Recess
4 5 70 4 4 200° Recess
4 5 4
3 1 96 2 3 200° Tent
1 5 70 1 2 100° Recess
2 4 71 3 1 100° Tent

E. TEST SEQUENCE

The large test specimen was subjected to a 24-hour environmental
test during which various load levels and two-dimensional temperature
gradients were imposed on the specimen in random order. Prior to
the final test, the 100 weldable strain gages were calibrated in place
against the Tuckerman optical strain gage under conditions of elevated
temperature and elastic loading. The detailed test sequence was as
follows:

(1) Strain gage stabilization

The specimen was soaked at 460° F for 30 minutes because the need
for stabilization cycling prior to the calibration of strain gages was
indicated by coupon tests. The apparent strain versus temperature re-
lationship for the first heating cycle generally differed from that re-
corded on subsequent cycles. (Subsequent cycles are repeatable within
certain limits.)

(2) Heating and cooling checkout

Immediately following the strain gage stabilization, the heating and
cooling checkout was performed. Each of the four nominal temperature
distributions to be used in the environmental test was imposed on the
specimen to determine instrument settings, lamp bank and cooling bank
alignments, and operational procedures for the final test.
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(3) Nominal strain gage sensitivity settings (room temperature)

The nominal sensitivities and zero offsets for the weldable strain
gages were as follows:

Zero Offset Sensitivity

Strain Gages zo SW

Number {cts) (u-in./in./ct)
1to 16 50 13.0
17 to 32 50 10.0
33 to 44 50 7.5
45 to 60 50 7.5
61 to 72 100 7.5
73 to 84 100 7.5
85 to 100 100 7.5

A nominal sensitivity was set by balancing the gages at zero counts
and then maintaining a load of 50 kips on the specimen. The Tuckerman
gages were read, and the proper number of nominal calibration counts
(Zc al) to be set on each channel was computed by:

Tuckerman Strain (cT) at 50 kips
Calibration Counts (anl) = mmw (1)

After the sensitivity had been set, each channel was offset the num-
ber of counts (Z o) indicated in the table above. The gages were offset

to allow for a negative apparent strain and/or negative drift.
(4) Room temperature strain gage calibraticn

After setting the strain gage sensitivities and offsetting the gages,
a room temperature strain gage calibration was performed. The
specimen was loaded to 100 kips in 10-kip increments. At each load
increment the Tuckerman strain, weldable strain, MilliSADIC load
and monitor load were recorded. During the unload cycle, readings
were taken at odd increments, i.e., 95, 85, 75, etc.

(5) Elevated temperature strain gage calibration
The 100 weldable strain gages were then calibrated against the

Tuckerman optical strain gage under conditions of elastic loading and
elevated temperature. The large test specimen was subjected to uniform



temperatures of 200° F, 300° F, 350° F, 400° F and 460° F. At each
temperature level the specimen was subjected to incremental loading.
Data were recorded at each increment as in the RT calibration {in-
cluding MilliSADIC temperatures). The load cycles were as follows:

Maximum
Temperature Maximum Load Nominal
Level Load Increment Stress
(°F) (kips) (kips) (ksi)
RT 100 10 27.7
200 50 5 13.8
300 50 5 13.8
350 50 5 13.8
400 40 5 11.1
460 25 5 6.9

In order to keep the time at temperature to a minimum, no readings
were taken during the unload cycles. While making the transition from
one temperature level to another, a 10-kip load was kept on the speci-
men. When the desired temperature level was reached, the 10-kip
load was reduced to zero. Loads, strains, and temperatures were re-
corded at the zero load condition and at each load increment.

(6) Environmental creep test

The environmental creep test consisted of four phases of six hours
each. The testing was governed by the detailed test conditions dis~
cussed in Section D of this chapter.

Phases I and II were conducted on the first day. Just prior to the
initiation of Phase I, a RT strain gage calibration was performed in
which the specimen was subjected to a 100-kip load cycle in increments
of 10 kips. Loads, strains and temperatures were recorded on the up
cycle only.

Phases III and IV were conducted on the second day. Just prior to
the initiation of Phase III another RT strain gage calibration was per-
formed as described above., The RT calibration was followed by cali-
bration cycles at 300° F and 460° F. These cycles were performed in
the same manner as those described above.

Detailed test procedures were drafted and were reviewed in detail
prior to the initiation of testing. Selected strain gages and thermo-
couples were monitored throughout the test as well as loads and load

beam deflections. Detailed test logs were prepared for the recording
of these data.,
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During the final phase of testing, a series of radiant lamp failures
hampered the test effort and ultimately resulted in termination after
completing 21 of the 24 planned test hours, Fig. 5. (The actual test
span, including transient heating time, was 26 hours, Fig. 6.) At the
completion of 20 nominal hours of testing and while making the tran-
sition from a 200° tent distribution to a 100° recessed distribution there
was a failure of two lamps located in the bottom longitudinal lamp bank.
The lamps were successfully replaced during a shutdown of approxi-
mately one hour and testing was resumed. At the completion of 21
nominal hours (26 actual hours) of testing, the last temperature distri-
bution was imposed on the specimen and load was applied. After seven
minutes under stabilized conditions, three lamps failed in the center
longitudinal bank. Since this bank is inaccessible without removal of
the entire heating assembly, and it was reasonable to expect that more
lamp failures were imminent, the test was terminated after a careful
review of the available raw data was made to assure that sufficient data
had been obtained. The maximum total strain had been reached, since
the remaining load levels were low and the creep strain yet to be ac-
cumulated was expected to be small. The lamp failures were attributed
to overheating of the end seals. The lamp bank assembly which sup-
ports the radiant lamps and focuses the heat onto the specimen also
served to confine the end seals in a relatively severe environment for
long periods which eventually resulted in their failure.

F. DATA HANDLING PROCEDURES

The MilliSADIC Data Processing System (Appendix I) was used for
the collection, analog-to-digital conversion, and storage of the digital
output from the strain gages, load monitoring bridges, and thermo-
couples. This system converts and stores as many as 400 channels of
information at a sampling rate of up to 200 channels per second. The
MilliSADIC system stores the data on magnetic tape from which it is
read into an IBM 523 punch unit with 20 channels in parallel. The IBM
cards were listed in tabular form for editing purposes. Each card rep-
resents a single datum point for each of 20 channels. Superfluous cards
were removed and the data checked for consistency. Four sets of cards
(MilliSADIC output cards, control cards, strain gage data cards and
thermocouple data cards) were combined and reduced to strains, loads,
and temperatures by means of an IBM 7094 digital computer program
prepared for this purpose. The IBM 7094 output was in tabulated form
with the option of obtaining printed plots directly from the computer
and/or punched cards for use in plotting with the BOSCAR Plotter, a
slower, but more reliable and versatile means of plotting. This pro-
cedure for reduction of the test data from the large specimen was al-
most fully automatic; however, the very lengthy method of strain gage
calibration adopted for this program, together with the already large
number of data channels, made the overall data reduction effort a
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considerable undertaking. Although the strain gage calibration data
reduction procedure was tedious and time-consuming, the resulting
strain data justified the extra effort in terms of accuracy, consistency
and reliability. The overall data reduction procedure proved to be
efficient and highly accurate.

G. STRAIN GAGE CALIBRATION DATA ANALYSIS

Experience gained in past investigations (Refs, 3 and 5) indicated
that calibration of strain gages by means of shunting procedures could
lead to errors of undue magnitude. Other sources of error in utilizing
conventional calibration techniques include wide scatter and nonrepeat-
ability of gage factor and apparent strain versus temperature curves
for a given lot of gages. The use of a single plot of gage factor versus
temperature to describe the change in sensitivity with temperature of
a given lot of gages is not consistent with the degree of precision re-
quired in experimental programs of this nature. It was discovered
during the in-place strain gage calibration performed under Ref. 6 that
the variation of apparent strain with temperature was of a greater
magnitude than was claimed by the strain gage manufacturer. Of even
more significance, however, was the lack of repeatability and wide
scatter of the apparent strain versus temperature relationship from
gage to gage. (The apparent strain versus temperature relationship
was repeatable for an individual gage.) A technique of direct in-place
calibration of strain gages against a known standard (Tuckerman opti-
cal strain gage) was therefore adopted for this program and a poten-
tially large source of error thus was negated.

The 100 weldable strain gages on the large specimen were calibrated
against two Tuckerman optical strain gages under conditions of elastic
loading and elevated temperature. Prior to the environmental test,
the specimen was subjected successively to approximately uniform
temperatures of room temperature, 200° F, 300° F, 350° F, 400° F and
450° F. At each temperature level, an elastic load cycle was imposed
in even increments. Loads, strains and temperature were recorded
at each increment of load. During the shutdown between the first and
second day of testing, an intermediate strain gage calibration was
performed successively at approximate temperature levels of room
temperature, 300° F and 460° F.

The first step in the evaluation of the data was to reduce the thermo-
couple data collected at the various temperature levels by means of the
MilliSADIC Digital Data Reduction Program. Average strain gage tem-
peratures for a given run then were determined by interpolation of
average temperatures of adjacent thermocouples. A least squares
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correlation analysis of MilliSADIC load versus raw strain gage data
(counts) was performed at each temperature level for each of the weld-
able strain gages. A correlation of MilliSADIC load versus the strain
obtained from the two Tuckerman gages also was performed at each
temperature level, from which a plot of Tuckerman slope versus tem-
perature was constructed (Fig. 7).

The equation of best fit was determined by means of an IBM Bi-
Variate Correlation Analysis which utilized linear, quadratic, cubic,
quartic, semi-log and log-log fits by the method of least squares.

The sensitivity (Ss in microinch per inch per count) of each strain
gage at a particular temperature level was then obtained by:

Ss = BT/Bc (2)
where

BT is equal to the slope (microirnch per inch per kip) of the linear re-

gression equation (Y = A + BX) obtained from the load versus Tucker-
man strain correlation analysis. (The Tuckerman slope used in this
computation was the Tuckerman slope at the particular strain gage
temperature and was obtained from the plot of Tuckerman slope ver-
sus Tuckerman temperature.) BC is equal to slope (counts per Kkip)

of the linear regression equation obtained from the load versus raw
strain channel counts correlation analysis. The variation of strain
gage sensitivity with temperature then was plotted for each strain gage.

The apparent strain versus temperature relationship for each strain
gage was actually determined in terms of apparent MilliSADIC strain
channel counts, Ac' since this method was much more adaptable to digi-

tal data reduction procedures. Apparent counts for each strain gage
were determined for each temperature level by means of the linear
regression equation obtained from the load versus raw strain gage
data correlation analysis. The intercept (A c in counts) of the line of

regression represents the zero load condition. A plot of apparent
counts versus temperature then was constructed for each strain gage.

Average strain gage temperatures for the two-dimensional, steady-
state temperature distributions imposed on the test specimen during
the various test phases were determined from the thermocouple data.
The elevated temperature sensitivity and the apparent strain correction
for each gage were obtained from the above mentioned plots.
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Examples of the variaticn of strain gage sensitivity and apparent
strain with temperature are presented in Figs. 8 and 9. In this pro-
gram as in the program of Ref. 6, the apparent strain correction for
some gages approximated, in some instances, the strains induced by
thermal stress. To attempt to apply a uniform apparent strain versus
temperature correction to such data would give wholly unsuitable and
unintelligible results. From an evaluation of the strain gage calibra-
tion data, it was determined that 83 of the 100 strain gages performed
satisfactorily. The 17 strain gages that did not perform satisfactorily
can be summarized as shown in Table 1.

Of the 17 strain gages that were lost during the various stages of
testing, 18 were exposed either to direct radiant heating or air cooling.
It should be noted that only two pairs of strain gages were lost (gages
13 to 14 and gages 83 to 84), and since the gages were installed back-
to-back, there was a complete loss of data at only two of the 50 strain
gage locations.

H. TEST DATA ANALYSIS, LARGE SPECIMEN TEST

The analog output of all instrumentation (load, strain and tempera-
ture) was processed throufh the MilliSADIC Data Processing System,
appearing in digital form (0 to 999) on punched cards with 20 channels
per card. All data associated with the large specimen, including load
beam and strain gage calibrations, were contained in approximately
34,000 punched cards.

For the thermocouple channels, the sensitivity was known in terms
of millivolts per count (see Appendix I for calibration procedure) and
the temperature was computed by:

E = SpZ (3)
and
T = {f(E) (4)
where
E = millivolt output of thermocouple
Sy = thermocouple sensitivity (millivolt per count)
Z = MilliSADIC output

f(E)= temperature conversion curve for iron-constantan, Y-
calibration thermocouples.
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Loads were computed by:
P = (Z- Zo) Sp (5)
where
P = load (kip)
Z. = MilliSADIC counts at zero load

= load beam bridge sensitivity obtained from the load
4 beam calibration (kip per count).

Total strains were obtained from:

“tot © 2 - ZO) Sg - AS (6)

where
= gtrain associated with thermal and/or load induced

stress plus accumulated creep plus thermal expansion
(inch per inch)

€tot

Ss = strain gage sensitivity (inch per inch per count)
AS =¢, - aAT = fictitious apparent strain

€ = S_x A_ (see Chapter IIG) = apparent strain (inch per
A s € inch)

aAT = free thermal expansion.

The strain gage sensitivity used in the above calculation was ob-
tained from an individual plot of strain gage sensitivity versus tem-
perature constructed from the data of the in-place strain gage calibra-
tion. The apparent strain was calculated from an individual plot of
apparent strain channel counts versus temperature constructed from
the data of the in-place strain gage calibration (see Figs. 8 and 9).

The weldable strain gages used in this program were compensated
for aluminum alloy and, therefore, indicated total strain minus thermal
expansion (@A T). For short-time testing, this indicated strain is mean-
ingful as it is associated with stress. Under creep conditions, however,
this indicated strain has no meaning, and total strains are required.

In order to obtain total strains with the existing IBM 7094 program, a
fictitious apparent strain (AS) was used, as indicated above,
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The final test was conducted according to the nominal environmental
conditions outlined in Chapter II D and illustrated in Fig. 5. A sampling
of the actual temperature distributions imposed on the specimen are
shown in Fig. 10. Figure 6 is a summary of the actual load and tem-
perature spectrum versus time.

In reducing the data from this test, the procedure was as follows:

(1) The strain gage calibration data were reduced (as discussed
in Chapter II G) to yield sensitivity and apparent strain
versus temperature curves for each gage.

(2) The MilliSADIC data cards from the final test were reduced
by means of the IBM 7094 to yield specimen temperatures
versus time at the thermocouple locations.

(3) By interpolation of adjacent thermocouples, strain gage tem-
peratures were determined during the various test phases.

(4) With strain gage temperatures known, values were obtained
for strain gage sensitivity and apparent strain.

(5) The MilliSADIC data cards were run through the IBM 7094
again to obtain load and strain versus time, both tabulated
and plotted.

I. MATERIAL CONTROL COUPON PROGRAM

In an experimental program such as this, the values for material
properties are test parameters that must be known with a degree of
accuracy consistent with the objective of evaluating the analysis. The
present program included the testing of twelve material control coupons
to obtain elastic and plastic stress-strain data over a range of temper-
ature from room temperature to 450° F. An additional 46 coupons were
tested at temperature levels of 200° F, 300° F, 350° F, 400° F and 460° F
and over a wide range of stresses to obtain tension-creep data. Use
was also made of coefficient of thermal expansion data collected under
a past program (Ref. 5) of a similar nature. The details of the material
control coupon program are presented in Appendix II.

16



III. EVALUATION OF THE ANALYTICAL METHOD

A. GENERAL DISCUSSION

The objective of this experimental program was to provide test
data with which the reliability of the theoretical method of Ref. 8 (pro-
grammed for the IBM 7094 computer) could be ascertained, In partic-
ular, the time-dependent aspects of the analysis were to be evaluated
since the time-independent features of the analysis (instantaneous
stress distribution) had been verified previously (Ref. 6).

Because of the presence of creep strain, the strains associated
with stress for general time-dependent conditions cannot be measured
directly by experiment. Since the stress affects the creep rate ex-
ponentially, it was advisable to conduct a time-independent program
wherein the stress distribution could be verified prior to undertaking
an evaluation of the general time-dependent analysis.

The computer programmed analysis of Ref. 6 is a general proce-
dure for determining the time-dependent nonlinear stress and strain
behavior of an elevated temperature structure under bending and/or
axial load conditions. The structure may be subjected to a wide va-
riety of exposure conditions, including combinations of load and
thermal stress produced by two-dimensional temperature distributions
which vary with time. Stress and strain distributions may be de-
termined in both the elastic and plastic ranges. The effects of creep
are determined by the use of either the time-hardening or strain-
hardening rules for material creep behavior.

To verify such a broad general theoretical method experimentally
over a full range of its potential applications would require many com-
plex tests. These tests would have to include a full range of param-
eter combinations and variations. Since such a series of tests is not
economically feasible, a single complex tension test was conceived
with random combinations of axial load and two-dimensional tempera-
ture distributions applied to a long plate. The aim was to produce
significant measurable time-dependent effects in the plate in a test
period of approximately 24 hours (see Section D, Chapter II for the
detailed discussion of the test conditions and the considerations which
governed the selection of the test parameters).

The environmental test thus selected covered a complex range of
time-dependent interactions of load and temperature effects. Of
particular interest was the inclusion of the longitudinal temperature
gradient, since this was a new feature of the analysis. Longitudinal
temperature differences of 100° F and 200° F were incorporated in the
four two-dimensional temperature distributions selected (Fig. 4). By
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applying the theoretical method to the actual test conditions, a check
was made of its engineering accuracy by directly comparing analytical
and experimental results. Total strain versus time was selected as
the most important measurable parameter for comparison. The as-
sumption was made that if the analysis proved sufficiently accurate to
predict the strain history within reasonable tolerances (+10%) then the
general time-dependent theoretical method was verified in total over
the range of test parameters selected.

Individual techniques for handling various factors in the analysis
have known deficiencies. A good example is the treatment of material
properties. Only the effects of temperature level in defining the en-
vironmental stress-strain curves are utilized. Actual environmental
effects would result in an infinite number of curves. Also, the stress-
strain curves and creep parameters which are part of the material
properties input to the theoretical program are normalized data de-
rived from a sampling of the test specimen sheet stock. The actual
local material behavior can be expected to be somewhat different.

The thermal coefficient of expansion data (also material properties
input) was determined under a past program from different sheet stock,
Another possible source of analytical error is the idealized treatment
of creep by either the strain-hardening or time-hardening rules. In
addition, this analysis was based on the uniaxial flow law while the two-
dimensional temperature distributions actually give rise to a biaxial
stress state,

The nature of the analysis is that of a life-span evaluation of the
structure. This means that all effects of environment on the structure
start with time zero, and a running summation must be kept to account
for conditions of the structure at any finite time thereafter. One feature
of this type of procedure is that small unaccounted for errors and inac-
curacies in assumptions in both the analytical and test values accumu-
late by these summations. A degree of divergence between analytical
and experimental values is therefore not unexpected as time of ex-
posure increases.

B. PREPARATION OF ANALYTICAL DATA
For purposes of determining its accuracy, the analytical method
was applied to the actual test conditions of Fig. 6. The overall proce-

dure for analysis with the theoretical computer program was:

(1) The material properties (stress-strain, tension creep and
thermal coefficient of expansion) were prepared for IBM
7094 input.
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(2) Average thermocouple temperatures were computed for each
stabilized condition at each of the 7 instrumented cross sec-
tions. The beam cross sections were divided into 17 ele-
ments, and element temperatures were determined by inter-
polation.

(3) Average loads were computed for each stabilized condition.

(4) The time for each input phase at which conditions were
stabilized was determined. Subsequently, times were se-
lected during each input phase for which theoretical analyses
were desired.

(5) Transient conditions were simplified as follows:

(a) At the beginning of the test, during the majority of the
temperature changes and in restarting the test after
shutdown, transient conditions were approximated by
10 kip load and stabilized temperature.

(b) Changes from one input phase to the next were simpli-
fied by assuming stabilized conditions from the previous
phase to continue constant until the next input phase had
stabilized,

(6) The analysis was performed twice, once for the strain-
hardening rule and again for the time-hardening rule.

C. EVALUATION OF EXPERIMENTAL STRAIN DATA

The experimental total strains were obtained by the data reduction
procedures described in Sections G and H of Chapter II. Before com-
paring the experimental results with those predicted by theory, an
evaluation of the strain data was conducted to determine the degree of
reliability.

The strain gage data exhibited an obviously linear trend across the
width of the specimen which agrees with the assumption that plane sec-
tions remain plane in a time-dependent elasto-plastic state of defor-
mation. A linear regression analysis was performed on the experi-
mental data from the center station of the beam (station X = 0 in., Fig. 2).
Throughout the test span, this section of the beam was the hottest
(400° to 450° F, nominal), In addition, the outboard strain gages at this
station were under a transverse lamp bank and the inboard gages were
under a transverse cooling tube. With the severe temperature environ-
ment and the exposure to direct radiant heating or air cooling, it was
not surprising that the gages at this cross section exhibited the maximum
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scatter. While the maximum strain also occurred at the center station
of the beam, it must be concluded that the severity of the operating con-
ditions to which the gages were subjected had more effect on the reli-
ability of the strain data than did the strain level, since the section
which exhibited the second greatest amount of scatter (station X = 24
in.) underwent the least amount of strain. The gages at station X = 24
in. were also subjected to direct radiant heating and air cooling, but

the maximum nominal temperature was 350° F, The overall strain
gage performance is measured statistically by the standard error of
estimate (zero for no scatter) as shown below.

. Standard
T Nomma;l Standard Error,
Time Load Qemp erature Error, Inboard
~-me Edge  All Gages Gages Only
(sec) (hr)  (kip) (°F) (°F)  (u-in./in.) (u-in./in.)
13,620 3.78 91.4 450 400 193 126
34,980 9.72 91.4 450 400 340 241
58,600 16.28 95.5 400 450 260 153
94,010 26.11 96.1 400 450 299 181
100,130 27.81 0 RT RT Mean = 267 Mean = 167

The overall scatter for all gages (outboard and inboard) at the center
station is approximately 250 u- in./in. If only the inboard strain data
is considered (those gages subjected only to air cooling), the scatter
drops to approximately 150 u- in./in. In view of the fact that these
maximum deviations are acceptable, and indeed the strain gages at the
other six stations exhibited even less scatter, it was concluded that the
overall strain gage performance was entirely satisfactory. (The lin-
earity of the experimental total strain distributions at the seven instru-
mented cross sections can be seen in Figs. 18 through 24.)

Another check on the strain gage performance was provided by the
measurement of the room temperature residual strain at the end of the
test by the Tuckerman optical strain gage. Two Tuckerman gages were
installed at station X = 4 in. The residual strain obtained with the
Tuckerman gage agreed closely with the strain gage data at that station
(see Fig, 19).
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D. CORRELATION OF ANALYTICAL AND
EXPERIMENTAL RESULTS

Both analytical and experimental results are plotted in Figs. 11
through 24. In Figs. 11 through 17, total strain is plotted against time
for the individual datum points from selected strain gages as well as
the analytical curves for both the strain-hardening and time-hardening
rules. The seven figures represent theoretical and experimental total
strains versus time for each of the seven instrumented cross sections
of the test specimen. Each figure consists of two plots representing
total strain versus time for an element above and an element below the
specimen centerline (roughly at the quarter points). At all stations ex-
cept the center station the average strain from back-to-back gages is
plotted.

In Figs. 18 through 24, selected distributions of total strain across
the specimen are shown for the seven instrumented stations. The ex-
perimental results are plotted as individual datum points and the ana-
lytical results are shown as bands bounded by the solutions from the
time-hardening and strain-hardening rules. These bands actually
should be wider, since each of the two solutions is based on mean ma-
terial properties and, therefore, does not include a statistical evaluation
of the material input data.

From a study of Figs. 11 through 17 (total strain versus time) the
following may be concluded:

(1) The analysis is very effective at predicting total strain in-
crements due to changes in load and temperature distri-
bution. This i8 especially evident in Figs. 13 through 17
where the accumulated creep strain is small and there is
little divergence between the experimental and theoretical
values with time,

(2) The analytical strain rates generally are in agreement with
the experimental rates. In this comparison, where devi-
ations occur (Figs. 11 and 12) the analysis somewhat over-
estimates the strain rates.

(3) Deviations between theory and experiment are cumulative.
The deviations between the analytical and experimental
strain rates are accumulated over the test span causing a
growing divergence with time between theory and experi-
ment (Figs. 11 and 12). The maximum deviation between
theory and experiment occurred, as expected, at the center
section of the test beam (station X = 0, Fig. 11), since the
maximum total strain (approximately 12,000 y-in./in.)
occurred at this section, At the maximum strain condition
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(time = 26.11 hours) the deviation between the time
hardening rule and the mean experimental strain was
750 p-in./in. (Fig. 18). This represents an error of
only 6.3%, a deviation well within acceptable engineer-
ing tolerances since a tolerance of +10% is generally
accepted for the variance in material properties.

A study of the total strain distributions of Figs. 18 through 24
results in the following conclusions:

(1)

(2)

(3)

The moderate time-dependent divergence between theory
and experiment noted for selected elements at a cross
section in Figs. 11 and 12 is exhibited for the entire cross
section in Figs. 18 and 19,

The experimental strain distributions across the specimen
width exhibit a distinctly linear trend with a minimum of
scatter, indicating reliable strain gage performance,

There is a rotation of the cross section due to the actual
temperature distributions not being perfectly symmetrical
about the longitudinal centerline, In general, the experi-
mental and theoretical data followed the same trend.
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1IV. CONCLUSIONS AND RECOMMENDATIONS

This report presents an experimental program for determining the
accuracy of a previously developed computer-programmed, time-
dependent, elasto-plastic stress and strain analysis for plates and
beam-type structures subjected to load and two-dimensional tem-
perature variations.

The general trends of total strain versus time predicted by the
analysis correlate very satisfactorily with experiment., Minor
deviations between analytical and experimental strain rates can be
ascribed to the normalized creep parameters which are part of the
material properties input to the theoretical analysis, as well as to
assumptions made in the analytical method (Section A, Chapter III).
Maximum quantitative differences between theory and experiment
are well within the +10% tolerance generally accepted for the variance
in material properties. It is concluded therefore that the theoretical
method is valid within the range of test and material parameters
utilized in the experiment, Moreover, since the experiment had a
maximum number of variables integrated together, i, e,, the effects
of creep, elasto-plasticity, thermal stresses, two-dimensional tem-
perature distribution inputs, etc., it is believed that the basic analyt-
ical method has been proven feasible for general engineering applica-
tions.

In a previous time-dependent experimental program (Ref. 5) con-
ducted in a similar manner with one-dimensional temperature distri-
butions (variation in the plane of a cross section and approximately
constant in the longitudinal direction), a satisfactory correlation was
achieved for the same basic analysis method being evaluated in this
report. Since the deviation between theory and experiment was
within £10% for both experimental programs while, in the present
program, a longitudinal temperature gradient was introduced, it was
concluded that the effect of the longitudinal gradient was negligible,
The analysis is considered applicable for structures with an aspect
ratio (length-to-width ratio) greater than 1,5. As was pointed out in
Chapter II, Ref. 5, the effect of the longitudinal temperature gradient
may become important when the aspect ratio is smaller.

The following recommendations and observations are made as
a result of this program.

(1) Although the strain-gage performance was very satisfac-
tory during this program (due to the direct, in-place
calibration procedures adopted), more reliable strain
gages are needed at higher temperatures, Strain gage
properties such as gage factor and apparent strain should
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(2)

(3)

(4)

(5)

be more uniform for a particular lot of gages, If con-
sistency in strain gage properties could be attained for

a given lot of gages, a direct, in-place calibration need

be performed for all gages only at room temperature and
for a sampling of gages at elevated temperature. Present
scatter in gage properties requires individual calibrations
of each gage over the full temperature range anticipated
during test. Strain gage rosettes for use at elevated
temperature are also desirable.

Methods of direct, in-place calibration of strain gages
against a known standard should be more widely applied
as they appear to hold great promise toward more reliable
strain data collection.

More reliable strain instrumentation is needed for elevated
temperature material properties coupon testing. SR-4 type
extensometers in current use are subject to drift, which
can be a source of significant error as the test duration
increases. Extensometer systems utilizing variable
permeance-type transducers have been utilized in long
term creep testing, and improvements have been noted in
the long term stability of this type of system over other
electronic means of strain measurement, but this method
of measurement is still not completely satisfactory. The
Tuckerman optical strain gage was utilized during the
creep testing with very satisfactory results, but since
readings must be taken manually, data were obtained only
during the day shift. It is believed that a photographic
system could be developed by which Tuckerman readings
could be taken at desired intervals. Such a system would
provide a permanent strain record and would allow the
Tuckerman gage to be used in instances where strains
change rapidly with time and human limitations preclude
its use,

The similarity between nondimensional stress-strain

curves obtained independently under four separate programs
(the present program and Refs. 3, 5 and 6) verifies the
validity of the procedure for synthesizing stress-strain data
for 2024-T4 bare aluminum alloy, This technique of nor-
malizing data should be considered for other materials to
which the general time-dependent analytical method may

be applied by future users.

The technique for normalizing tension creep properties
data described in Appendix III of this report and in Ref. 5
was found to be very satisfactory for aluminum and should
be given consideration for other materials by future users
of the computer programmed theoretical analysis.
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APPENDIX 1

EXPERIMENTAL FACILITY

I, GENERAL

The test facility utilized in this program (see Figs. 25 and 26)
was designed to provide precise control of both input parameters
and measured variables. It is equally suitable for both time-de-
pendent and time-independent elevated temperature testing. The
facility, in its present form, is the result of new requirements of
the present program and practical modifications arising from pre-
viously sponsored Air Force research contracts (reported in
Refs. 1, 2, 3, 5 and 6). Details of the test facility are described
in the following discussion.

II. SPECIMEN HEATING AND COOLING

The two specimens tested were heated on one side {(outboard) by
radiation from T-3 quartz infrared lamps and air cooled on the other
side (inboard). The radiant lamp assemblies and slotted air-
cooling tubes were mounted back-to-back along the longitudinal
centerline and along three vertical sections (see Fig. 25). This
arrangement made it possible to achieve two-dimensional heat-
flow and temperature distributions which varied from a recessed
type, through nominally constant, to a tent-type (Figs. 4 and 10),
Nomineal test temperatures varied from 200° F to 450° F,

The reflecting surfaces of the assemblies in which the lamps
were enclosed were of 0, 10-inch polished aluminum refiector
sheet, The lamp assemblies were mounted approximately 1/8 inch
from the specimen to concentrate heat input into one-inch wide
strips painted black for high absorption of radiant heat. Positive
temperature control was achieved by having the heating override
any cooling effects,

The five temperature control channels consisted of three ignitron
power controllers (manufactured by Research, Inc. (RI)) and two
saturable reactors (manufactured by General Electric (GE)). The
three longitudinal lamp banks were each independently controlled
by an ignitron controller. The two vertical lamp banks at each end
of the specimen gage section were controlled by a GE controller;
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the vertical lamp bank on the specimen centerline was controlled by

the second GE controller. The power supplied by an ignitron controller
to a lamp bank was determined by the difference between the input sig-
nal from an RI function generator and a feedback signal from one of the
control thermocouples mounted on the specimen. While the GE con-
trollers do not utilize function generators, they do have the capability
of automatically maintaining a specific surface temperature, Inim-
posing a distribution on the specimen, the heating rates of the GE con-
trollers were synchronized with the heating rates programmed on the
function generators of the ignitron controllers by manually following
preplotted curves on temperature recorders, When the desired tem-
perature was reached, all five controllers were placed on automatic
hold. In switching from one temperature distribution to another, the
specimen was cooled at a controlled rate, proper control thermocouples
were selected, and the new distribution was imposed.

When the five control channels reached the desired temperature
levels, the air cooling was adjusted to obtain the optimum temperature
distribution and the most efficient operation. Advantages of this method
of temperature control were:

(1) Rapid changes in temperature distribution,

(2) Positive control of heating rates during changes,

(3) Accurate control of maximum specimen temperatures.
(4) No separate air cooling servo gystem,

The objective of linear temperature distributions could not be fully
attained because of: (1) the finite width of the black lines needed for
adsorption of radiant heat, (2) the radiant and convective losses be-
tween the radiant lamp assemblies and, (3) the convective and con-
ductive losses at the inboard side of the specimen. The linearity of
the distribution was also affected by the proximity to the specimen of
the radiant lamp assembly and cooling assembly. The deviations of the
actual temperature distributions imposed on the specimen from the
planned distributions were not of significant concern,

III, SPECIMEN LOADING

Loads were applied at a rate corresponding to that used in the
material control coupon program (approximately 12, 000 psi/min).
Changes in load and temperature (Fig. 6) were such that there was a
minimum of creep deformation, This circumstance is desirable,
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since in the theoretical analysis, transient test conditions must be
approximated. As a result, loads were reduced to 10 kips during
temperature changes, except for three instances. At 5, 9 and 17
hours, loads were maintained, since the change in temperature
distribution resulted only in an increase or decrease in the longitudi-
nal gradient (e, g., from 100° recess to 200° recess at 5 hours).

The pin-supported beams transferred the load from the jacks to
the specimen (Figs, 25 and 26). Each beam was instrumented with
four strain gages on the tension side and four strain gages on the
compression side, a total for both beams of 16 strain gages., These
were wired in four-arm bridge circuits, each of the two beams con-
tributing one tension and one compression gage to the bridge. Two
of these bridge circuits were used for data collection on MilliSADIC
channels 142 and 143, and another was used for the load monitor.
The fourth bridge furnished the feedback signal for the load control
system. To reduce friction losses to a minimum, the load beam
support plates rested upon needle bearing assemblies that were free
to move in the direction of loading.

The load control system is shown schematically in Fig. 27. The
feedback signal from one of the four load beam bridge circuits was
compared with the command signal from the load control dial. The
error signal was amplified (o« 300, 000) to operate a hydraulic servo-
valve which, in turn, controlled the hydraulic loading jacks. It is
seen in Fig. 27 that the circuit allows both for balancing and calibra-
tion. A parallel monitoring system utilized the output from the fourth
load beam bridge circuit which was recorded on a Leeds and Northrup
recorder. In applying or changing loads during test, the procedure
was to manually operate the load control dial so that a preplotted load
versus time curve was followed as accurately as possible., During
sustained load conditions, the L and N recorder was calibrated and read
at regular intervals to make sure that the load was not subject to un-
anticipated changes.

The load monitoring beams were calibrated using two 50-kip capacity
SR-4 load cells which had been calibrated previously against a primary
standard. The high coefficient of correlation obtained from the load
beam calibration data indicated that the data was of a high degree of
linearity, and the low standard error of estimate was an indication of
the degree of consistency and repeatability, On the basis of standard
errors, the MilliSADIC accuracy is much better than 1% over the total
load range (100 kip).

During the course of the test program, the load beam bridge on
MilliSADIC channel 142 exhibited erratic behavior; however, the
performance of the bridge on MilliSADIC channel 143 remained con-
sistent throughout. In reducing the large specimen test data, a
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sengitivity of 0, 1229 kip per count was used for MilliSADIC channel
143,

1V, INSTRUMENTATION SYSTEM

The large specimen was equipped with the following instrumenta-
tion:

(1) One hundred high temperature weldable strain gages for
data collection.

(2) Seventy-three iron-constantan thermocouples for data
collection,

(3) Fifteen iron-constantan thermocouples for temperature
control by the ignitron units and the GE saturable reactors.

(4) Fifty iron-constantan thermocouples for monitoring on
three temperature recorders.

(5) Four Tuckerman optical strain gages for calibration and
monitoring,

The data collection instrumentation will be discussed,

A. STRAIN GAGES

High temperature weldable strain gages, Microdot-type AL-E-54,
60 ohm (compensated for aluminum alloy), were used. A detailed
discussion of the installation of these gages is presented in Appendix II,
Ref. 6, and calibration procedures are discussed in the main body of this
report. The circuit for recording the strain gage output on the MilliSADIC
is shown in Fig. 28. The inactive arms of each bridge circuit consisted
of noninductively wound wire resistors with the nominal resistances and
tolerances shown. To facilitate the installation of the strain gage cir-
cuitry, two permanent 50-channel bridge boxes were constructed (Fig. 29).
Each bridge box consisted of five banks of ten bridges each; each bridge
circuit was wired to a female cannon plug for connection to the MilliSADIC
Data Processing System.

The active gauge connection was accomplished through permanently
installed lead wires from the bridge boxes to the two test facility ter-
minal boards. The instrumented specimen was connected to the ter-
minal boards after ingtallation in the test fixture. This design resulted
in a simple connection of all components of the strain gauge circuits
and allowed maximum use of existing circuits from a past program (Ref, 6),
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It is seen that the circuit of Fig., 28 represents considerable de-
viations from the conventional Wheatstone bridge. Experience gained
in past programs indicated that shunt calibration procedures could lead
to errors of undue magnitude, e. g., analyses performed under Ref. 5
indicated that errors of 3% to 4% could be expected for shunting at B,
and errors ranging to 22% could be expected when the shunting was
performed at A. Shunting at A corresponded to calibration in the
MilliSADIC trailer while shunting at B corresponded to calibration at
the bridge box.

These and other considerations have led to the adoption of the
present procedure for direct in-place calibration of all gages against
the Tuckerman optical strain gage under conditions of elastic loading
and elevated temperature,

B. THERMOCOUPLES

All temperature measurements were made with iron-constantan,
type Y thermocouples which were spot welded to the test specimen
with wires parallel and no more than 1/32 inch apart. This method
of attachment permitted actual surface temperatures to be obtained
at a highly localized area between the welded junctions. This technique
ensured that the points at which temperatures were measured were
known accurately--an essential feature when temperature gradients
must be determined. Thermocouples exposed to direct radiant heating
were protected with aluminum oxide paint to prevent heat absorption,
The circuit for recording the thermocouple output on the MilliSADIC is
shown in Fig. 30.

Three permanent, 25-channel cold junction boxes were used in the
data collection thermocouple circuitry. Each cold junction box con-
sisted of a bank of five wide-mouth thermos bottles. A total of 11 glass
tubes were inserted through the rubber stopper of each thermos bottle
and embedded in a crushed ice and water bath. The 11 glass tubes con-
tained the following types of junctions, each immersed in oil;

(1) Five constantan-copper junctions.
(2) Five iron-copper junctions,
(3) One iron-constantan junction,

Each thermos assembly contained five data channels and one channel
for monitoring the reference junction temperature. The assembly was
wired permanently from input terminals, through individual iron and
constantan wires to the glass tubes, and from there through copper

wires to female Cannon plugs. This provided for a simple insertion
of the cold junction box in the overall thermocouple circuit,
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The thermocouples were calibrated as follows (refer to Fig. 30):

(1) The preamplifier, A, was adjusted for an initial count of
one with the preamplifier inputs open circuited, i.e., time
sharing control unit off.

(2) For each thermocouple channel, the connecting or shunt
resistor for the bridge balance circuit was removed from
the top of the channel attenuation pad, B, to avoid cross
talk,

(3) A pyrotest potentiometer (Technique Associates, Model 9B)
was connected to the test jacks of the channel to be calibrated,

(4) A millivolt source was connected across the 1-ohm resistor,
B.

(5) The millivolt source was adjusted such that the potentiometer
was nulled at 15 millivolts.

(6) The potentiometer leads were removed from the test jack and
the channel being calibrated was connected to the preamplifier,
A, and converter via the time-sharing unit,

(7) The channel attenuation pad, B, was adjusted so that the
MilliSADIC converter read 1000 counts,

(8) The millivolt source was removed and the initial count ob-
served, This initial count represented the ambient tem-
perature of the active junction referenced to the cold junction
displayed as 0.015 millivolts per count,

(9) The preamplifier was rechecked as in step (1) above, If

necessary, it was readjusted and steps (3) through (9) were
repeated.

V. MILLISADIC DATA PROCESSING SYSTEM

The MilliSADIC Data Processing System, used for recording time,
load beam, strain gage, and thermocouple data, is capable of con-
verting and storing up to 400 channels of information at an average
sampling rate up to 200 channels per second, It accepts analog voltage
inputs from the thermocouples, from the load beam bridges and from
the strain gage bridges and places them into the 100-channel pre-
amplifier. From here, the signals pass through a high speed commu-
tator into an amplifier. The stability, linearity, and accuracy of this
amplifier are better than +0. 1% to 5000 cps.
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The converter receives analog voltage signals from the amplifier and
and converts them into trains of pulses, A pulse train is produced
from each sample taken. The input voltage is sampled, and a propor-
tional train of pulses is produced at the output in 500 microseconds.
The maximum sample repetition rate is 1000 per second. Each sample
is initiated by an external sample trigger pulse. Full-scale input is
99. 9 volts; full-scale output is 999 pulses. Thus, each pulse corre-
sponds to a 100-millivolt increment of input signal. Full-scale accuracy
of conversion is greater than 10, 2%,

The pulse trains emitted by the converter are translated into a digi-
tal code for recording by the counter-register which accumulates the
pulses in three decades of electronic counters. The resultant code is
transferred to temporary electronic storage from which the decimal-
coded digits may be sequentially transferred to magnetic tape by means
of blocking oscillator output. In addition, the time-register accumulates
and stores digital time information in gix decimal time digits which may
be sequentially transferred to magnetic tape by means of blocking os-
cillators.

The decimal digit outputs from the counter-register and time-regis-
ter are in time series on magnetic tape. However, punched cards are
required, and the digital information must be made available in time
parallel. This is accomplished by storing the sequential data, as read
from the magnetic tape, on a magnetic recording drum. The stored
information is read from the drum to an IBM 523 punch, 20 channels
in parallel, The punched cards, thus obtained, form a permanent
record of each test and can be used in conjunction with the IBM 7094
digital computer for analysis of the test data.

V1. TEST PERFORMANCE

Data obtained from the experimental program include loads, tem-
peratures, and total strains as a function of time,

The technique of using localized radiant heating on one side of the
specimen combined with air cooling on the opposite side, and of de-
pending on thermal conductivity for distribution has proven to be a
satisfactory method of imposing various shapes of temperature distri-
bution on the specimen (Refs. 5 and 6). A variety of distributions can
be obtained easily without a change in the heating installation, and only
a portion of the test instrumentation must be exposed to direct radiant
heating, The temperature distributions actually obtained did not meet
the test objective of linear gradients; however, of greater importance
in a program of this nature is the desirability of knowing accurately
the actual temperatures. This was accomplished, and although non-
linear gradients were encountered, these deviations from the nominal
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distributions were of no special concern in verifying the theory, since
theoretical analyses were performed using actual test conditions. The
spot welding of thermocouples proved to be a reliable and easily in-
stalled instrumentation method for temperature measurement,

The strain gage instrumentation gave results that were highly
satisfactory. The problems associated with accurate measurement
of strains at elevated temperatures are many and varied. It had been
verified during a past program (Ref, 5), (see Chapter VI), that conven-
tional shunt calibration procedures were inadequate for programs of
this nature, and that reliable strain data could be obtained only by pro-
viding sensitivity calibrations under test conditions against a known
standard, The in-place strain gage calibration procedure used under
the present program (see Chapter II F) provided for a determination of
the individual variation of both strain gage sensitivity and apparent
strain correction with temperature, and with time. The calibration
was performed over a range of temperature from ambient to 450° F
using two Tuckerman optical strain gages as the known standard,

Data handling procedures which were practically fully automatic
were utilized for all instrumentation (load, temperature, and strain).
The data collection and reduction procedures proved highly efficient
and resulted in great savings of manpower and time and in an increase
in accuracy and reliability, This is particularly noteworthy in view
of the large number of strain gages and thermocouples involved, and
the lengthy method of strain gage calibration,
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APPENDIX 1I

MATERIALS SECTION (TABLE LXXV)

I. MATERIAL CONTROL COUPON PROGRAM--GENERAL

Material properties are test parameters that must be known with
a degree of accuracy consistent with the objective of evaluating the
analysis. It is not sufficient to use values for the material proper-
ties obtained from handbooks or the general literature. The material
properties data are inputs to the theoretical method programmed for
the IBM 7094 digital computer and, as such, must be gynthesized into
a spectral format to cover the range of parameters encountered in the
environmental test of the large specimen. The present program in-
cluded the testing of 12 material control coupons to obtain tension
stress-strain data over a range of temperature from room tempera-
ture to 460° F. An additional 46 coupons were tested at the tempera-
ture levels of 200* F, 300° F, 350° F, 400° F and 450° F and over a
wide range of stresses to obtain tension-creep data. Use was also
made of material properties data collected under a past program of a
similar nature, The variation of the coefficient of thermal expansion
with temperature (Fig, 31) was taken from Ref. 5.

All tests involving load (coupon stress-strain, coupon creep and
random loading of the large specimen) were conducted at the same
stress rate of 12, 000 psifmin, the approximate rate achieved auto-
matically by the Baldwin lever arm creep machines used for creep
testing. This was done so that any creep strain accumulated during
loading was automatically accounted for in the stress-strain curves.

The layout of the 72 material control coupons on the large specimen

sheet stock was as shown in Fig, 1. Tables 2 and 3 summarize coupon
test conditions and utilization,

II. ELEVATED TEMPERATURE TENSION COUPON

A, TEST PROCEDURES AND INSTRUMENTATION

Twelve coupons were tested in tension over a range of temperature
from room temperature to 460° F. All coupons were loaded into the
plastic range to a strain level greater than two per cent., Strains were
measured with the Tuckerman optical strain gage and with an SR-4
high temperature extensometer. The Tuckerman strain readings were
synchronized with test machine loads at preselected intervals while the
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extensometer strain was recorded continuously on a strip chart recorder.
Temperatures were measured with two iron-constantan thermocouples on
each coupon at the extremities of the gage section.

The temperature level at which each coupon was tested was assigned
randomly. In addition, the order in which the coupons were tested was
obtained from a table of random numbers (Table 2). The test setup is
shown in Fig, 32,

B. DATA REDUCTION AND ANALYSIS

The nondimensional procedure reported in Refs. 2, 5, and 6 was
uged for synthesis of the tension stress-strain data. In order to non-
dimensionalize the coupon data, the variation of modulus of elasticity
with temperature and the strain at 0, 2% offset had to be known,

The variation of modulug with temperature is shown in Fig. 33. Sup-
plemental modulus data obtained with a Tuckerman optical strain gage
was available from the tension creep study. The individual values of
modulus were obtained with an IBM correlation analysis which established
a linear line of regression by the method of least squares. Values of the
correlation coefficient very close to unity verified the linearity of the data.
Low values of the standard error of estimate indicated that the scatter of
the individual data points about the line of regression was small, The
resulting variation of modulus with temperature was obtained by analyzing
the modulus versus temperature data by means of an IBM Bi-Variate Cor-
relation Analysis which utilized linear, quadratic, cubic, quartic, sem-
ilog, and log-log fits. The quadratic regression equation of Fig, 33 had
a higher correlation coefficient and a lower standard error of estimate
than the other available fits,

The test data from the tension coupon program were converted into
nondimensional form using values of strain at 0. 2% offset and modulus
of elasticity at elevated temperatures. The results are plotted in Fig. 34
along with the exponential curves fitted to the data by the method of least
squares, The expressions for the fitted curves are:

0.4<x<0,743

=0.137 ¢or 0. 938<y< 1.0

y =0.900 x
Standard error of y on x = 0, 036

Correlation coefficient =0, 503

x> 0.743
y20.70x 99 g0 y< 0, 038

Standard error of y on x = 0. 029
Correlation coefficient = 0, 991
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where
x = gtrain per strain at 0. 2% offset

y = secant modulus per modulus of elasticity at elevated
temperature,

The results obtained in Refs, 2, 5, and 6 are expressed by:

y =0.725x "0-923
y =0,717x "0-909
y =0,712x "0-924

These expressions are associated with tests performed on different
sheet gtock and utilizing different instrumentation, It can be assumed,
therefore, that this procedure for synthesizing stress-sirain data is
valid.

The nondimensional stress-strain curve of Fig. 34 was converted to
the spectral stress-strain curves of Fig. 35 by using the regression
curve of Fig. 34 and a mean value of 0. 006810 in,/in. for the strain at

0.2% offset.

III, ELEVATED TEMPERATURE CREEP COUPON TESTS

A, INTRODUCTION

The specific objective of this study was to obtain the tension creep
characteristics of the sheet material utilized for the large specimen test.
The coupons were laid out as indicated in Fig, 1. A total of 46 of these
coupons were tested in tension creep and the results reported herein,

Certain assumptions are necessary for this study to be compatible
with the requirements of the contract. One of these is that total strains
are measured from stabilized temperature conditions, thus eliminating

a variation in free thermal expansion with time. For purposes of deter-
mining creep properties, by definition, total strain is expressed by:

€rot "€LD * €cR

where
€& D" initial load strain

€CcR = Creep strain
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Effectively, this means that by definition, creep encompasses all time-
dependent strain variationa.

B. PLANNING OF THE EXPERIMENT

Some of the variables which enter into coupon testing programs are
sheet stock, coupon location in the sheet stock, testing machine, load
and temperature control, operator, time of test, etc. To evaluat€ each
and every one of these variables would require an extremely large test
program. The obvious reason for not conducting a program of this
nature is, of course, high cost. At least as important, however, is the
congideration that the general effect of most of the variables is not re-
quired a priori but only to the specific extent in which they affect the
desired results, i.e., spectral creep strain versus time., A solution is
to design the test as follows:

(1) Conduct a factorial experiment with the primary variables of
stress and temperature,

(2) Randomly sample the universe of secondary variables.

With this approach, the stress-temperature effects are obtained in a
conventional manner, while the effects of the secondary variables may
be evaluated statistically. In this study, the effects of the secondary var-

iables were not evaluated, since this procedure for obtaining tension
creep characteristics of 2024-T4 bare aluminum was proven reliable
under a similar past program (Ref, 5). For an indication of the effects
of some of these secondary variables, see Appendix IV, Ref, 5.

The detail design of the experiment was accomplished as follows
(see Table 2):

(1) A table of index numbers (1 through 60) versus actual coupon
number (601 through 660) was prepared.

(2) A table of five columns was set up with headings: number,
coupon number, temperature, stress, and machine number,
The first column was numbered 1 through 60, consecutively.

(3) A table of random numbers was entered and the second column
(coupon number) was filled with the index numbers 1 through
60 as they occurred in the random table. Upon completion,
the table of random numbers was marked where the last num-
ber occurred.

(4) The random index numbers obtained under (3) were converted
to actual coupon numbers using the table of (1),
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(5) The following were agsigned in sequence: 15 coupons for
static stress-strain testing, 45 coupons for tension creep
testing, and the remaining 12 coupons were held as spares
(a total of 72 coupons).

(6) To the 45 creep coupons, 5 temperatures were agsigned in
random order, starting in the table of random numbers at the
previous end point (Item 3).

(7) Creep machine numbers 1 through 3 were assigned randomly
in a similar manner,

(8) For each of the 5 temperatures, stress levels were assigned
as follows:

(a) The minimum stress (significant creep strain in 100
hours) was estimated from the data of Ref. 5.

(b) The maximum practical stress (about 1% total strain in
0.5 hour) was estimated similarly.

{(c) The coupons were divided as evenly as possible over the
established stress interval,

(9) The spare coupons were assigned test conditions as the oc-
cagions arose.

Table 2 is the direct result of the application of the above procedure.
Table 3 is a summary of material control coupon utilization in order of
coupon number,

C. TEST INSTRUMENTATION

Tests were conducted utilizing 20, 000-1b Baldwin creep machines,
Three of these machines were reserved specifically for use on this
program and provided with identification numbers 1 through 3. L.oads
were imposed on the test coupons by dead weight through a 40:1 lever
system while the application of the load was accomplished automatically
at a nearly constant rate, The load systems of these machines were
monitored by load links which were calibrated in an FGT machine which,
in turn, was calibrated againgt NBS certified load rings,

The test coupons were heated in 1800° F Marghall furnaces, (2-1/2
inches ID by 16 inches). Furnace temperatures were controlled by
Series 60 Leeds and Northrup Controllers and recorded on Speedomax
G instruments, The coupons were machined to standard configuration
and instrumented with two iron-constantan thermocouples. The thermo-
couples were spotwelded to the coupon, one on each side of the gage
length.
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Strains were measured by both the Martin developed extensometer-
translator system and the Tuckerman optical strain gage. The Tucker-
man gage was also used to calibrate the extensometer system before each
test,

Thermocouple, load-link, and extensometer readings were taken by
the Martin 10-channel digital recorder, A line voltage regulator was
used in the power supply lines to the 10-channel recorder and the ex-
tensometer systems. The test setup is shown in Figs. 36 and 37,

D. TEST PROCEDURE

After installation of the coupon and hookup of the strain and temper-
ature instrumentation, the coupon was heated and stabilized at the
desired temperature, An extensometer system calibration against the
Tuckerman optical strain gage was performed for each coupon after it
was brought to temperature and before the start of a creep test. Each
creep coupon was tested for either 100 hours or until the total strain
level reached one per cent. Strain readings were taken at preselected
intervals during the application of load. For the first five minutes after
loading, readings were taken at 30-second intervals and thereafter at
intervals of five minutes for the first hour. Readings were then taken
at 30-minute invervals for the remainder of the test except for the
Tuckerman gage which was read during the day shift only.

E. DATA ANALYSIS

The primary purpose of this creep coupon program is to obtain spectral
creep curves representative of the material used in the large specimen
tests. These spectral creep curves are to be used as material properties
input to the time-dependent, elasto-plastic analysis which is to be eval-
uated. In order to reduce the mass of individual test points into spectral
curves, certain simplifying agsumptions must be made. From a liter-
ature study conducted under Refs. 4 and 5, it was decided that enough
evidence was available to warrant the conclusion that the creep laws:

R Y
ep = Kt (7

for the primary stage, and

€, =at+b (8)

for the secondary stage are representative of the actual physical phen-
omena, In these expressions,
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t = time (hr)

K = primary creep parameter (in. /in.)

m = primary slope

a = minimum creep rate (in. /in. /hr)

b = offset of the secondary stage (in. /in.).

Equation (8) can be rewritten in terms of the coordinates of the
secondary point (t2, 52):

The creep rates follow from Eqs (7) and (9):
¢, =Km -1 (10)
'es = a (11)

At the gecondary point, the primary and secondary creep rates are
identical so that
1
m - I

t =(@Rr) (12)

Using the above relationships, all the creep data were analyzed sys-
tematically to obtain spectral creep curves:

(1) The creep strain versus time plot was edited and an estimate
made of the primary stage range, The data cards corres-
ponding to this range were submitted to the IBM-7094 computer
for a correlation analysis. In this program, Eq (7) was fitted
to the data by the method of least squares, resulting in values
for m, K, standard error and correlation coefficient,

{2) The creep strain versus time plot was edited and an estimate
made of the secondary stage range. The data cards correspond-
ing to this range were submitted to the IBM-7094 for a corre-
lation analysis, such that Eq (8) was fitted to the data by the
method of least squares. Results were values for a, b,
standard error and correlation coefficient.
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(3) The primary slopes m obtained under item (1) were evaluated

(4)

(5)

as follows:

(a) When m was plotted against stress at each of the five
temperature levels, it became evident that, in general,
m is invariant with stress and scatters about an average
value,

(b) For each temperature, the mean of the m data was com-
puted.

(c) A summary plot of the m data is presented in Fig, 38,

The minimum creep rates "a'' obtained under item (2) were
evaluated as follows:

(a) For each of four temperatures, the equation

Loga=P' +Q'c (13)
was fitted to the data by the method of least squares to
obtain the auxiliary parameters P' and Q'. This oper-
ation was not performed for the 300° F data because of
the restricted range of the datum points (difference be-
tween maximum and minimum test stresses is small).

(b) The mean slope Q was computed by
LNy Q!

Q= — (14)
where NT is the number of data points corresponding
to each Q' and N is the total number of data points,

(c) A least squares analysis was performed to obtain P in

Loga = P+ Qo (15)
using the mean slope Q obtained under (b).

(d) A summary plot of the a data and the fitted curves is
presented in Fig. 39.
The secondary point t\, was computed by Eq (12) using raw

test data for K and fitted curves for a and m. In addition,
t’é wasg estimated from each experimental creep curve. Plots

of log time versus stress at constant temperature show good
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(6)

(7

(8)

(9)

correlation between t'2 and t'é, indicating that the procedure
was consistent up to this point,

The semilog plots of t, versus stress show a distinctly linear

trend for the stress and temperature range investigated, The
expression:

Logty = p+qo (16)

wasg fitted to the data by the method of leagt squares to obtain
the auxiliary parameters p and q.

The primary creep parameter K was then computed by:

n a
K=—=T an
mt2
so that compatible creep rates were obtained at the secondary
point (the values of t2 used in this calculation were from Eq

(16)).

The test data and computed curves for K were plotted on a
semilog scale., The computed curves were extrapolated be-
yond the range of linearity such that the best possible fit to
the test data was obtained. The results are shown in Fig. 40.

The spectral creep curves are being developed for use in an
IBM-7094 program. In order to ensure proper interpolation
for intermediate temperatures, a sufficient number of K-
curves must be given, Intermediate K-curves were obtained
in the following manner:

(a) The data from the five K-curves determined by experi-
ment were fitted to the equation (by the method of least
squares)

x* bKa (18)

(b) A plot was made of the parameters a; and bK versus
temperature, Fig. 41.

logK = a

(c) Values of ap and bK were obtained from the above plot
at the desired intermediate temperatures,
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(d) Intermediate K-curves were obtained by substitution of
these parameters in Eq (18).

(10) Typical spectral creep curves were computed using the fitted
m, K and a curves (Figs. 38, 40 and 39, respectively). The
results, as well as a sampling of raw test data are presented
in Figs. 42, 43, 44 and 45.
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Apparent Strain Channel Counts
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Total Strain Versus Time, Station X = 24 In.
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Fig. 29. 50-Channel Strain Gage Bridge Box
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Fig. 37. Instrumented Creep Coupon
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